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[0164] PUR/T/PLGA-L-BMP-2 Polyurethane/Tobra-
mycin/Poly (lactic-co-glycolic acid) large particle/Bone
morphogenetic protein-2 composite delivery system

[0165] PUR/T/PLGA-S-BMP-2  Polyurethane/Tobra-
mycin/Poly (lactic-co-glycolic acid) small particle/
Bone morphogenetic protein-2 composite delivery sys-
tem

[0166] BSA-FITC Bone serum albumin-fluorescein
isothiocyanate

[0167] PUR/BSA-FITC Polyurethane/Bone serum albu-
min-fluorescein isothiocyanate composite delivery sys-
tem

[0168] The invention thus being described, it will be appar-
ent to those skilled in the art that various modifications and
variations can be made in the present invention without
departing from the scope or spirit of the invention. Other
embodiments of the invention will be apparent to those
skilled in the art from consideration of the specification and
practice of the invention disclosed herein. It is intended that
the Specification, including the Example, be considered as
exemplary only, and not intended to limit the scope and spirit
of the invention.

[0169] Unless otherwise indicated, all numbers expressing
quantities of ingredients, properties such as reaction condi-
tions, and so forth used herein are to be understood as being
modified in all instances by the term “about.” Accordingly,
unless indicated to the contrary, the numerical parameters set
forth in the herein are approximations that may vary depend-
ing upon the desired properties sought to be determined by the
present invention.

[0170] Notwithstanding that the numerical ranges and
parameters setting forth the broad scope of the invention are
approximations, the numerical values set forth in the experi-
mental or example sections are reported as precisely as pos-
sible. Any numerical value, however, inherently contain cer-
tain errors necessarily resulting from the standard deviation
found in their respective testing measurements.

[0171] Throughout this application, various publications
are referenced. All such references, specifically including
those listed below, are incorporated herein by reference.
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